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| SURVEY REPORT ON ANALYSIS
: No :07G11PT1397
S Date : 30/11/2007
Applicant : CHANH LUAT MANUFACTURE & TRADE COMPANY LIMITED.
‘ 1A HIGHWAY, LONG THANH COMMUNE, PHUNG HIEP DISTRICT
‘ HAU GIANG, VIETNAM
Commaodity : MANGROVE CHARCOAL
] Quantity : 01 SAMPLE /01 KG
‘ Source of sample . APPLICANT SUPPLY
¥| Date receiewed : 27/11/2007

Date analysis : FROM 27/11/2007 TO 29/11/2007

I RESULTS OF INSPECTION
| This is certify that, at the request of CHANH LUAT CO., LTD, we, surveyors of Vinacontrol in
| Cantho City, analysed in the laboratory the quality of the 01 Mangrove charcoal taken by

applicant. Results as follows:

No | Specifications Analysis methods Results

4| Ash (on dry basis) % TCVN: 173-95 1.79
Total moisture % TCVN: 172-97 3.81

Sulfur (on dry basis) % TCVN: 175-95 0.27

Voltatile (on dry basis) % TCVN: 174-95 30.37

Size: Max St Maasuré 26.75
Min 8.70

Fixed carbon (on dry basis) % ASTM D 3172-89 64.03
Calorific value(on dry basis) Callg ASTM: D 240 ' 6690

Note : All results are for analysis sample only.
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